
CONTENTS

Articles

113 Catalytic decomposition of CH4 over Ni-
Al2O3-SiO2 catalysts: Influence of pretreat-
ment conditions for the production of H2

Jangam Ashok, Gangadhara Raju, Padigap-
ati Shiva Reddy, Machiraju Subrahmanyam,
Akula Venugopal

120 A silica-immobilized Pt2+ catalyst for the se-
lective, aerobic oxidation of methanevia an
electron-transfer chain

Zengjian An, Xiulian Pan, Xiumei Liu, Xi-
uwen Han, Xinhe Bao

125 Influence of preparation methods on CuO-
CeO2 catalysts in the preferential oxidation of
CO in excess hydrogen

Zhigang Liu, Renxian Zhou, Xiaoming Zheng

130 Effect of diluent and reaction parameter on se-
lective oxidation of propane over MoVTeNb
catalyst using nanoflow catalytic reactor

Restu Kartiko Widi, Sharifah Bee Ab-
dul Hamid, Robert Schlögl
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